
LABORATORY RHE

Tarkett d.o.o.

Backa Palanka

 Samples №: 1 2 3 4 5

 - Product name: New Acczent Terra Acczent Esquisse Charisma Master Master Uni

 - Test Sample (description): 16.11.2015, shade 1077 16.11.2015, shade 1087 04.06.2016, shade 677 06.06.2016, shade 701 08.06.2015, shade 719

 - Applicant/Department: Tarkett Vinisin Tarkett Vinisin Tarkett Vinisin Tarkett Vinisin Tarkett Vinisin

 - AgBB norm-TVOC

after 28 days
1 000 μg/m3 1 000 μg/m3 1 000 μg/m3 1 000 μg/m3 1 000 μg/m3

 - AgBB norm-SVOC

after 28 days
100 μg/m3 100 μg/m3 100 μg/m3 100 μg/m3 100 μg/m3

Results: 1 2 3 4 5

 - AgBB norm-TVOC

after 28 days
82 84 81 87 88

 - AgBB norm-TSVOC

after 28 days
58 61 57 63 64

Date: 12.02.2016 12.02.2016  14.08.2016.  14.08.2016.  14.08.2016.

TEST REPORT
GAS CHROMATOGRAPHY/MASS SPECTROSCOPY METHOD

 Place the material in a test chamberunder controlled conditions T=23°C and RH=50%, simulating real-world use.

Collect vapours after after 28 days, with sampling tubes that contain a selection of sorbents for the retention of volatile organic chemicals (VOCs). Analyse by thermal 

desorption with gas chromatography/mass spectrometry (TD–GC/MS). 

ISO 16000 - 6,9,11
determination of volatile organic compound content

TVOC (C6-C16) i ∑SVOC (C16-C22)


